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Chapter 6 – Summary Table

Table 6-1 represents a comprehensive summary of the data collected from FORM II (see
Appendix A) of the 1998 Architectural Coatings Survey.  Fifty-eight categories were
surveyed, but only 56 are shown with California sales data.  No sales data were reported
for antenna and flow coating categories.  Data not complying with the “Three Company
Rule” were concealed using the acronym “PD” which means “Protected Data”.

As seen in Table 6-1, 1996 coating sales in California totaled 87.5 million gallons, with
82 percent of the sales being water-borne and 18 percent being solvent-borne.  Total
emissions were 36,300 Tons Per Year (TPY ) or 100 Tons Per Day (TPD), with solvent-
borne coatings accounting for 61 percent and water-borne coatings accounting for 39
percent.  Individual values for sale volumes and emissions are provided for each coating
category.

Table 6-1 begins on page 86 with category breakdowns of total sales.  Page 87 contains
category breakdowns of VOC contents for each category as sales weighted averages
(SWA).  Table 6-1 concludes on page 88 with percent by volume solids (SWA), density
(SWA), and emissions in Tons Per Day.  The emission values presented in Table 6-1 do
not include emissions from thinning and clean-up.
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Table 6-1
1998 Architectural Coatings Survey Summary (1996 Sales Data)

Category Description
Total Sales 
(gals)

SB Sales 
(gals)

WB Sales 
(gals) % SB  (gals) % WB (gals)

% Interior 
(gals)

% Exterior 
(gals)

% Dual 
(gals)

1 Antenna NO DATA SUBMITTED
2 Anti-fouling PD PD 0 100 0 0 100 0
3 Anti-graffiti 2,573 PD PD PD PD 0 27 73
4 Bituminous 4,919,627 1,295,827 3,623,800 26 74 0 92 8
5 Bond breakers PD PD PD <1 100 0 100 0
6 Chalkboard resurfacers PD 0 PD 0 100 100 0 0
7 Concrete curing compounds 411,118 11,820 399,298 3 97 0 0 100
8 Dry Fog 202,902 76,661 126,241 38 62 98 0 2
9 Extreme high durability 21,855 21,855 0 100 0 0 0 100

10 Fire retardant - clear PD 0 PD 0 100 96 4 0
11 Fire retardant - opaque 56,209 10,297 45,912 18 82 6 94 0
12 Flats 31,828,705 27,837 31,800,868 0 100 41 30 29
13 Floor 1,150,961 493,568 657,393 43 57 19 6 75
14 Flow NO DATA SUBMITTED
15 Form release 83,243 11,025 72,218 13 87 0 <1 100
16 Graphic arts (sign) 40,366 PD PD PD PD 10 19 71
17 Heat reactive PD PD 0 100 0 0 0 100
18 High temperature 23,014 22,839 175 99 1 1 27 72
19 Industrial maintenance 4,281,466 3,902,392 379,074 91 9 4 12 84
20 Lacquer - clear 464,214 445,448 16,766 96 4 100 0 0
21 Lacquer - opaque 207,403 180,490 26,913 87 13 98 0 2
22 Magnesite cement 37,501 PD PD PD PD 0 20 80
23 Mastic texture 299,727 PD PD PD PD 10 73 17
24 Metallic pigmented 392,827 272,965 119,862 69 31 0 91 9
25 Multi color 40,224 PD PD PD PD 54 0 46
26 Nonflats - high gloss 2,150,818 532,033 1,618,786 25 75 36 15 48
27 Nonflats - medium gloss 15,629,792 522,186 15,107,606 3 97 48 11 40
28 Nonflats - low gloss 4,475,094 34,373 4,440,720 1 99 44 23 32
29 Nuclear 697 PD PD PD PD 3 81 16
30 Pre-treatment wash primer 71,940 PD PD PD PD 0 0 100
31 Primers, Sealers, and Undercoaters 5,960,907 1,515,383 4,445,524 25 75 41 30 29
32 Quick dry - Enamels 904,739 904,739 0 100 NA 22 4 74
33 Quick dry - Primers, Sealers, and Undercoaters 1,912,915 1,076,267 836,648 56 44 65 8 27
34 Repair and maintenance thermoplastic PD PD PD 100 <1 <1 0 100
35 Roof 2,909,432 116,174 2,793,258 4 96 0 100 <1
36 Rust preventative 63,099 PD PD PD PD 35 1 64
37 Sanding sealers 115,933 110,767 5,166 96 4 95 <1 4
38 Sealers 301,970 57,890 244,080 19 81 61 26 14
39 Shellacs - clear PD PD 0 100 0 100 0 0
40 Shellacs - opaque PD PD 0 100 0 10 0 90
41 Stains - clear 173,109 98,297 74,812 57 43 31 58 9
42 Stains - semitransparent 1,268,677 909,385 359,292 72 28 32 50 18
43 Stains - opaque 1,519,190 127,373 1,391,817 8 92 <1 99 0
44 Stains - lows solids PD 0 PD 0 100 0 100 0
45 Swimming pool - general 3,492 PD PD PD PD 0 50 50
46 Swimming pool - repair 12,774 12,774 0 100 0 0 99 1
47 Thermoplastic rubber and mastics PD PD PD <1 100 0 100 0
48 Traffic 2,883,370 885,126 1,998,244 31 69 0 99 1
49 Varnish - clear 617,428 445,397 172,031 72 28 75 13 11
50 Varnish - semitransparent 162,209 100,292 61,917 62 38 92 7 <1
51 Waterproofing sealers - clear 972,136 568,589 403,546 58 42 1 93 6
52 Waterproofing sealers - opaque 97,871 47,767 50,104 49 51 <1 10 90
53 Wood preservatives - below ground 3,549 PD PD PD PD 0 100 0
54 Wood preservatives - clear 224,242 157,119 67,123 70 30 0 85 15
55 Wood preservatives - semitransparent 145,920 138,757 7,163 95 5 0 30 70
56 Wood preservatives - opaque PD PD PD 2 98 0 100 0
57 Wood preservatives - low solids PD 0 PD 0 100 0 100 0
58 Other 205,081 149,950 55,131 73 27 10 34 56

Other*  (Aggregated categories not shown above) 245,322 402,335 408,156 NA NA NA NA NA

Total (where applicable) 87,495,639 15,685,996 71,809,644

Legend:
PD = Protected Data SB    = Solvent-borne VOC reg = VOC Regulatory
NA = Not Applicable WB   = Water-borne VOC act = VOC Actual
*    = Sum of SB & WB does not equal total SWA = Sales Weighted Average
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Table 6-1 Continued
1998 Architectural Coatings Survey Summary (1996 Sales Data)

Category Description

Overall 
SWA VOC 
reg (g/l)

SWA SB 
VOC reg 
(g/l)

SWA WB 
VOC reg 
(g/l)

SWA SB 
VOC act 
(g/l)

SWA WB 
VOC act 
(g/l)

SWA 
Interior VOC 
reg (g/l)

SWA 
Exterior 
VOC reg 
(g/l)

SWA Dual 
VOC reg 
(g/l)

1 Antenna NO DATA SUBMITTED
2 Anti-fouling 351 351 NA PD NA NA 351 NA
3 Anti-graffiti 225 605 92 PD PD NA 409 157
4 Bituminous 47 225 3 222 2 NA 48 35
5 Bond breakers 345 750 345 PD PD NA 345 750
6 Chalkboard resurfacers 220 NA 220 NA 115 220 NA NA
7 Concrete curing compounds 195 677 180 677 78 NA NA 195
8 Dry Fog 252 367 182 354 114 251 NA 244
9 Extreme high durability 389 390 NA 390 NA NA NA 389

10 Fire retardant - clear 22 NA 22 NA 18 23 0 NA
11 Fire retardant - opaque 86 267 46 267 30 30 89 400
12 Flats 98 373 98 372 40 83 105 111
13 Floor 157 197 164 196 79 109 207 165
14 Flow NO DATA SUBMITTED
15 Form release 34 247 2 247 2 NA 725 34
16 Graphic arts (sign) 122 628 10 PD 4 33 625 2
17 Heat reactive 378 378 NA 337 NA NA NA 378
18 High temperature 366 367 222 365 98 314 511 312
19 Industrial maintenance 300 321 170 320 84 169 304 306
20 Lacquer - clear 649 665 220 645 97 650 678 233
21 Lacquer - opaque 545 603 157 594 82 550 NA 242
22 Magnesite cement 589 590 0 PD PD NA 618 582
23 Mastic texture 118 223 79 PD PD 21 127 134
24 Metallic pigmented 358 456 137 450 49 684 361 323
25 Multi color 263 520 268 PD PD 337 NA 177
26 Nonflats - high gloss 248 366 209 366 93 194 305 266
27 Nonflats - medium gloss 155 287 151 287 61 151 142 163
28 Nonflats - low gloss 134 341 133 341 59 146 108 135
29 Nuclear 50 248 46 PD PD 69 46 69
30 Pre-treatment wash primer 252 716 248 PD PD 785 596 252
31 Primers, Sealers, and Undercoaters 170 358 106 345 41 131 201 191
32 Quick dry - Enamels 403 403 NA 393 NA 398 392 406
33 Quick dry - Primers, Sealers, and Undercoaters 303 432 136 429 70 307 137 338
34 Repair and maintenance thermoplastic 1 <1 159 PD PD 159 NA <1
35 Roof 23 259 13 256 6 NA 23 323
36 Rust preventative 371 382 144 PD PD 404 326 353
37 Sanding sealers 648 665 281 662 61 664 555 290
38 Sealers 156 422 96 422 28 71 372 133
39 Shellacs - clear 614 614 NA PD NA 614 NA NA
40 Shellacs - opaque 534 534 NA PD NA 510 NA 537
41 Stains - clear 285 407 124 407 21 282 301 203
42 Stains - semitransparent 401 453 267 452 114 543 334 331
43 Stains - opaque 157 370 138 368 56 711 157 NA
44 Stains - lows solids 77 NA 77 NA PD NA 77 NA
45 Swimming pool - general 406 438 147 PD PD NA 563 247
46 Swimming pool - repair 569 569 NA 569 NA NA 569 530
47 Thermoplastic rubber and mastics 75 492 75 PD PD NA 75 NA
48 Traffic 154 290 124 256 74 287 155 121
49 Varnish - clear 406 463 260 462 102 418 393 339
50 Varnish - semitransparent 396 459 296 459 118 396 394 529
51 Waterproofing sealers - clear 347 360 330 360 57 329 350 301
52 Waterproofing sealers - opaque 219 330 124 330 70 160 38 239
53 Wood preservatives - below ground 352 352 350 PD PD NA 352 NA
54 Wood preservatives - clear 129 142 102 142 44 NA 75 423
55 Wood preservatives - semitransparent 382 390 218 390 43 NA 247 439
56 Wood preservatives - opaque 140 658 132 658 45 NA 140 NA
57 Wood preservatives - low solids 42 NA 42 NA PD NA 42 NA
58 Other 239 304 62 341 26 389 131 278

Other*  (Aggregated categories not shown above) NA NA NA NA NA NA NA NA

Total (where applicable)



1998 Architectural Coatings Survey

California Air Resources Board Page 88 Sep-99

Table 6-1 Continued
1998 Architectural Coatings Survey Summary (1996 Sales Data)

Category Description

SWA SB % 
by Volume 
Solids

SWA WB % 
by Volume 
Solids

SWA 
Density SB 
(g/l)

SWA 
Density WB 
(g/l)

SB 
Emissions 
(TPY)

WB 
Emissions 
(TPY)

Total 
Emissions 
(TPY)

1 Antenna NO DATA SUBMITTED
2 Anti-fouling 59 NA 1,994 NA 2 0 2
3 Anti-graffiti 32 26 977 989 2 <1 2
4 Bituminous 74 47 1,061 1,098 919 25 944
5 Bond breakers 1 11 754 968 <1 12 12
6 Chalkboard resurfacers NA 41 NA 1,140 0 <1 <1
7 Concrete curing compounds 20 22 878 1,019 33 129 163
8 Dry Fog 51 36 1,343 1,316 113 60 173
9 Extreme high durability 51 NA 1,198 NA 35 0 35

10 Fire retardant - clear NA 42 NA 1,454 0 <1 <1
11 Fire retardant - opaque 72 56 1,221 1,386 11 6 17
12 Flats 51 35 1,369 1,334 43 5,267 5,310
13 Floor 77 34 1,133 1,188 305 216 522
14 Flow NO DATA SUBMITTED
15 Form release 12 0 960 927 11 <1 12
16 Graphic arts (sign) 20 35 986 1,070 20 <1 20
17 Heat reactive 46 NA 1,237 NA 1 0 1
18 High temperature 57 33 1,336 6,226 35 <1 35
19 Industrial maintenance 62 35 1,279 1,303 5,070 132 5,203
20 Lacquer - clear 20 31 919 1,046 1,200 7 1,207
21 Lacquer - opaque 25 36 1,055 1,192 447 9 456
22 Magnesite cement 27 4 896 1,010 92 <1 92
23 Mastic texture 53 51 722 1,354 55 43 98
24 Metallic pigmented 45 31 1,565 2,161 513 25 538
25 Multi color 27 28 1,144 1,067 3 24 27
26 Nonflats - high gloss 53 35 1,079 1,152 813 626 1,439
27 Nonflats - medium gloss 64 36 1,218 1,188 625 3,852 4,477
28 Nonflats - low gloss 56 36 1,242 1,233 49 1,096 1,145
29 Nuclear 49 38 2,118 1,140 <1 <1 <1
30 Pre-treatment wash primer 10 49 876 1,204 2 29 31
31 Primers, Sealers, and Undercoaters 52 32 1,277 1,262 2,161 766 2,927
32 Quick dry - Enamels 50 NA 1,117 NA 1,485 0 1,485
33 Quick dry - Primers, Sealers, and Undercoaters 45 41 1,195 1,241 1,929 243 2,172
34 Repair and maintenance thermoplastic 100 35 1,075 1,396 <1 <1 <1
35 Roof 67 44 1,137 1,276 124 73 197
36 Rust preventative 48 39 1,284 1,255 96 1 97
37 Sanding sealers 19 16 862 1,022 306 1 307
38 Sealers 36 30 885 1,074 99 28 128
39 Shellacs - clear 26 NA 907 NA 75 0 75
40 Shellacs - opaque 31 NA 1,197 NA 271 0 271
41 Stains - clear 48 17 862 1,015 167 7 174
42 Stains - semitransparent 42 25 920 1,084 1,716 171 1,887
43 Stains - opaque 52 34 1,147 1,231 196 327 522
44 Stains - lows solids NA 8 NA 1,020 0 3 3
45 Swimming pool - general 49 47 1,480 1,598 6 <1 6
46 Swimming pool - repair 29 NA 1,177 NA 30 0 30
47 Thermoplastic rubber and mastics 44 49 931 1,271 <1 1 1
48 Traffic 51 56 1,371 1,399 723 616 1,340
49 Varnish - clear 43 29 901 1,047 859 73 932
50 Varnish - semitransparent 43 29 916 1,032 192 31 222
51 Waterproofing sealers - clear 54 11 901 1,028 852 96 948
52 Waterproofing sealers - opaque 43 48 1,208 1,306 63 15 78
53 Wood preservatives - below ground 55 10 850 1,070 4 1 5
54 Wood preservatives - clear 84 47 864 1,247 93 12 105
55 Wood preservatives - semitransparent 56 16 876 1,021 226 1 227
56 Wood preservatives - opaque 17 28 820 1,185 <1 <1 <1
57 Wood preservatives - low solids NA 7 NA 1,067 0 1 1
58 Other 57 35 1,039 1,175 190 6 196

Other*  (Aggregated categories not shown above) NA NA NA NA <1 4 <1

Total (where applicable) 22,265 14,036 36,300


